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Cemented the hole from 1349' to surface as follows:From 1349' to 900' with 225 sacks of Thixotropic Cement withGreen Dye and a gas blocker additive. From 900' to the surface with 495 sacks of Expandable Cement. Cement did circulate at the surface. A total of 720 sacks of cement were used to fill the hole from 1349' to the surface.




